
Butyl  

Epichlorohyrdin  

Ethylene-Propylene  

Fluro Carbon  

Hypalon 

Natural Rubber  

Neoprene  

Nitrile  

Polyacrylate  

Polyurethane 

Silicon  

Recommended Temperature Range 

 

Extended Temperature Range 
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